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We demonstrate sideband-resolved SizN, optomechanical crystals supporting 10° quality factor
optical modes at 980 nm, coupled to ~4 GHz frequency mechanical modes with quality factors
of ~3000. Optomechanical electromagnetically induced transparency and absorption are
observed at room temperature and in atmosphere with intracavity photon numbers in excess
of 10*. © 2014 AIP Publishing LLC. [http://dx.doi.org/10.1063/1.4858975]

Silicon optomechanical crystals (OMCs) have been used
to demonstrate important steps on the road to performing
chip-scale quantum mechanical operations with individual
phonons of a mesoscopic object. In Ref. 1, coherent interac-
tion between cavity photons and phonons was used to demon-
strate  electromagnetically induced transparency (EIT)
mediated by a mechanical resonance; radiation-pressure cool-
ing of one OMC mechanical resonance to its ground state was
shown in Ref. 2. Silicon OMCs are characterized by several
properties that have enabled these demonstrations. They sup-
port co-localized GHz mechanical and near-infrared optical
resonances that interact via radiation pressure, with large
zero-point optomechanical coupling rates (go) between cavity
photons and phonons. High quality factor (Q, > 10°) optical
resonances can be achieved, with linewidth x smaller than the
few-GHz mechanical resonance frequency f,,. This places the
system in the resolved-sideband regime (w,/k > 1,
wy, = 27fy), in which efficient radiation-pressure dynamical
back-action effects can be observed.” Lastly, mechanical
resonances with high quality factors (Q,, > 10°) are achieva-
ble, necessary for pronounced optomechanical interactions, as
quantified by the cooperativity parameter C = 4N, g(z) JKy; (N is
the intracavity photon number and y; is the mechanical line-
width). Large C is necessary for effective laser cooling®> and
coherent photon-phonon exchange®” and is achieved in Si
OMC:s due to their aforementioned small y;, small x, and large
go- C also scales linearly with the intracavity photon popula-
tion, and thus large N provides another route to appreciable C,
as observed in systems such as silica microtoroids’ and super-
conducting cavity electromechanical circuits.® This strategy
has found limited use in Si OMCs because of silicon’s large
two-photon absorption coefficient, which leads to reduced Q,
for large N.

As an alternative to Si, Si3zNy is a potentially advanta-
geous material for OMCs: it does not exhibit two-photon
absorption at relevant wavelengths; like Si, it lends itself to
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chip-scale nanofabrication with mature techniques; stoichio-
metric Si3N, films under tensile stress have been shown to
support high optical and mechanical Qs (~10° (Refs. 7 and
8)); and Si3N, is transparent over the visible and near-
infrared bands, contrasting with Si, which is opaque below
1 um. The latter is crucial for interaction with a variety of
quantum optical systems that operate at shorter wavelengths,
such as semiconductor quantum dots, single molecules in or-
ganic crystals, nitrogen-vacancy defects in diamond, and
trapped atoms and ions.

Here, we design and experimentally investigate SizNy-
based OMCs in the resolved-sideband limit for light in the
980 nm wavelength range. The sideband resolution achieved
was sufficient for observing, at room temperature and atmos-
pheric pressure, EIT mediated by a ~4 GHz mechanical
mode. Our OMC consists of a suspended Si3N4 nanobeam of
thickness =350 nm and width w =760nm, with an etched
array of elliptical holes as shown in Fig. 1(a). In the outer
mirror sections, the spacing a between the holes is constant
while within the cavity section, it varies quadratically from
the center outwards. The cavity section forms a defect in an
otherwise perfect 1D photonic bandgap structure. The lattice
modulation is designed to support localized, high Q
(Q, > 10%) transverse-electric (TE, with E, =0 on the xy
plane) optical modes in the 980nm band, co-located with
breathing-type mechanical resonances at f, ~4GHz
(respectively, shown in Figs. 1(b) and 1(c)). Figure 1(d)
shows a scanning electron microscope (SEM) image of a
nanofabricated device, where it is clear that in addition to the
lattice spacing modulation, the aspect ratio of the holes is
adjusted from the cavity region outwards. As detailed below,
the design procedure leading to this final geometry involved
finite-element method determination of optical and mechani-
cal resonances and the optomechanical coupling rate go due
to radiation-pressure. The latter was calculated from modal
electromagnetic field and mechanical displacement profiles
via a first-order perturbative expression described in the sup-
plementary material,” which only takes into account the
moving-boundary contribution to the optomechanical cou-
pling. Contributions from stress-induced changes of the re-
fractive index (photoelastic effect) were not considered
although they may be significant, as those in crystalline sili-
con nanostructures.'”
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FIG. 1. (a) Optomechanical crystal ge-

00 ometry. (b) First-order optical reso-

nance. (c) First-order breathing
mechanical mode. (d) SEM of fabri-
cated OMC.

We next detail our design procedure. TE photonic bands
for a 1D nanobeam photonic crystal are shown in Fig. 2(a).
Modes on the dielectric and air bands are of fist order in the
transverse (x) direction (black lines correspond to higher
transversal order modes). Parameters for the cavity section
of the OMC (see Fig. 1(a)) were obtained iteratively as fol-
lows. For fixed thickness =350 nm and aspect ratio w,/w,,
and an initial guess for the width w, a lattice constant a was
selected such that the edge of the dielectric band at the X
point (k, = m/a) fell close to the desired resonance wave-
length. The width w was varied, the X-point dielectric band
edge was recalculated, the lattice constant a was adjusted,
and the procedure was repeated until convergence of the
dielectric band edge to the desired wavelength was reached.
Once the lattice constant for the cavity section was deter-
mined, the effect of varying this parameter along the OMC
(in the z—direction) was evaluated. As shown in Fig. 2(b),
increasing the lattice constant along z while keeping all other
dimensions fixed causes the dielectric band edge to red-shift,
creating the condition for optical confinement by the pho-
tonic bandgap: the lattice constant is increased quadratically
from the cavity center (z=0) towards the edges so that the
allowed frequency at z=0 (dashed line) falls within the
bandgap of the outer regions (e.g., z = 5 um). The cavity can
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also be regarded as a distributed reflector with a locally vary-
ing, distributed reflectivity as in the bottom panel in Fig.
2(b), which is close to linear near z=0. Linear mirror
strength profiles’ tend to produce optical modes with reduced
spatial harmonics above the light line. This leads to reduced
power leakage into the air, and thus higher optical quality
factors.'*!* Confined modes with optical quality factors in
excess of 10° were obtained simply with the lattice profile of
Fig. 2(b) and w,/w, = 0.5. We note that because Siz;Ny4 has a
considerably smaller refractive index than Si (2.0 in contrast
with 3.5), the achievable local reflectivities are correspond-
ingly smaller, and thus in general the number of unit cells
necessary for a high Q, cavity is larger, and so are the
obtained mode volumes.

The resulting 1D photonic crystal geometries support a
phononic bandgap that is used to generate a localized mechan-
ical mode. The mechanical bands for the crystal with photonic
bands shown in Fig. 2(a) are plotted in Fig. 3(a), for a lattice
constant @ =350 nm. Thick lines indicate spatially symmetric
displacement across the x-z and y-z-planes, gray lines to other
symmetries. A phononic bandgap exists between the A and B
bands (shaded region). Near the I"-point, modes on the band B
(red line) have a displacement pattern that gives rise to breath-
ing resonances where the outer nanobeam walls expand or
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FIG. 3. (a) Phononic bands for a periodic array of holes with ¢ =350 nm.
Modes on bands A, B, and C are symmetric across planes x, y, and z. Modes
on the gray bands have other types of spatial symmetries. (b) (top) Hole
spacing, (middle) hole aspect ratio factor #(z), and (bottom) A band maxi-
mum (blue) and B band minimum (red) frequencies as functions of distance
z along the cavity. Bottom panel, dashed line: fundamental breathing mode
frequency.

contract symmetrically. We found that the quadratic lattice
constant modulation was insufficient to produce a well-
confined mechanical mode, yielding only a relatively small
shift of the mechanical bands. To overcome this, we allowed
the minor and major radii of the elliptical holes to vary along
the cavity as (w.(z),wy(z)) = (w.0/n(2), wro - 1(2)), with
quadratic #7(z) (Fig. 3(b), middle). This causes the strong mod-
ulation of the edges of bands A and B, see in Fig. 3(b), bot-
tom, so allowed frequencies at z =0 (cavity center) fall within
the phononic bandgap of the outer regions (z > 5 um). The
breathing mode frequency is indicated with a dashed line in
Fig. 3(c). The n(z) profile of Fig. 3(b) was obtained with a
nonlinear optimization routine that sought to maximize the
optomechanical coupling rate g, while keeping the optical
quality factor above 10°. The hole aspect ratio modulation
does cause the photonic band edges to shift as shown in Fig.
2(c). High Q, optical modes can still be found, albeit at fre-
quencies shifted from the original. The optimized OMC
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design yielded go/2n = 133.6 kHz (Lom = 5.1 um) for an
optical mode at 4 = 966 nm.

Devices were fabricated on stoichiometric Si;Ny (tensile
stress of ~800 MPa) with electron-beam lithography and reac-
tive ion etching with a CHF;:0,:Ar mixture. Suspended nano-
beams were obtained by etching the underlying Si substrate
with a Potassium Hydroxide (KOH) solution. Fabricated devi-
ces were initially characterized with optical transmission spec-
troscopy (Fig. 4(a)). Light from a tunable external cavity diode
laser was coupled to the devices using an optical fiber taper
waveguide (FTW), as in Fig. 4(a). A polarization controller
before the FTW allowed coupling to TE cavity modes to be
maximized. The laser wavelength was swept, and the signal
transmitted through the FTW was detected and recorded,
revealing optical resonances in the 980nm band with 10* <
Q0 < 1.3 x 10° (Fig. 4(c)). Mechanical modes coupled to a
particular optical resonance were measured at low optical
power by tuning the laser wavelength to the shoulder of the op-
tical mode. Resonance fluctuations induced by thermal-noise--
driven mechanical motion were converted to an intensity
modulation of the transmitted optical signal. The transmitted
optical signal was detected with an avalanche photodiode
(APD), and the electrical signal was resolved in a spectrum an-
alyzer. A typical spectrum showing a peak due to the funda-
mental breathing mechanical mode at ~3.8 GHz is shown in
Fig. 4(d). With a quality factor Q,, ~ 3000 at atmosphere, the
frequency-Qy, product is ~12 x 10'?, twice that observed in
vacuum and at 8 K in Ref. 14. The high mechanical frequency
ensures that the system is in the resolved-sideband regime
(/K ~ 1.6).

The typical sideband resolution achieved was sufficient
for the observation of optomechanical EIT at room tempera-
ture and atmospheric pressure. This effect corresponds to the
creation of a narrow transparency window in the optical
transmission spectrum (and, correspondingly, a dip in reflec-
tion) by pumping the optical cavity at a red-detuned fre-
quency from the cavity center. It is a macroscopic
manifestation of the coherent interaction between cavity
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FIG. 4. Experimental data. (a) Setup for optical and mechanical mode characterization. (b) Microscope image of fiber taper waveguide coupled to nanobeam

cavity. DAQ =data acquisition. (c) Optical transmission spectrum showing resonance dip with Q,

116 x 10*°+5 x 10, (d) Optical signal RF spectrum

showing peak due to thermal motion of the fundamental breathing mechanical mode, with Q,, = 3152%30. (e) Optical reflection spectrum for red-detuned
pump ~m,, from the resonance center (see inset). Left panel: broad range spectrum; right panel: blow-up of reflection spectrum around the mechanical fre-
quency, showing the EIT dip for CW pump. Green line: same, pulsed pump. (f) Same as (c), for blue-detuned pump. Left panel: reflection peak consistent with
electromagnetically induced absorption. Errors in Q,, and Q,, are 95% fit intervals, corresponding to 2 standard deviations.
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photons and phonons as it stems from the destructive inter-
ference between an incident probe signal and anti-Stokes
pump photons scattered by the mechanical resonance.
Optomechanical EIT has been observed in many systems,
including silica microtoroids'> and microspheres,'® Si
OMCs,' and SizN4 microdisks,'* although these previous
demonstrations were typically done in vacuum (and in many
cases, at cryogenic temperatures).

To measure this effect, an electro-optic phase modulator
was used to produce sidebands on a continuous wave (CW)
control beam. With the control field fixed at a frequency ., A
away from the optical resonance at w,, the modulation fre-
quency was varied over the range 100 MHz-20 GHz, which
allowed the sidebands to scan over the entire optical reso-
nance. As detailed in Ref. 9, detection of the modulated signal
with the 8 GHz photoreceiver and demodulation in a vector
network analyzer produced the cavity reflectivity spectra in
Fig. 4(e). The left panel of Fig. 4(e) shows the reflection spec-
trum over a broad frequency range, indicating an optical cavity
FWHM of ~4.4GHz. The red portion of the curve is the
superimposed spectrum shown on the right panel, where the
reflectivity dip due to EIT is clearly evident. Figure 4(f) shows
the same for a blue-detuned pump. Here, optomechanical elec-
tromagnetically induced absorption (EIA) manifests itself as a
peak in reflection, corresponding to constructive interference
between the probe and Stokes-scattered pump photons.
Assuming A ~ w,, (w,, is the mechanical frequency), a co-
operativity C = 0.12 was estimated via a fit to the EIT and
EIA spectra.’ From the transmission spectrum and control
laser detuning A, we estimate an intracavity photon population
of N =(9.73+1.34) x 10°, and thence, an optomechanical
coupling rate go/2m = 170 kHz*17 kHz,” higher than the the-
oretical go/2n ~ 130 kHz (uncertainties are of one standard
deviation). The discrepancy is possibly due to geometrical var-
iations between the fabricated device and the simulated model.
Another possibility is the existence of a constructive elasto-
optic contribution,'® which is not included in our model.

Linear absorption in the Si3N4 leads to a red-shift of the
optical resonance frequency (thermo-optic effect) which
increases with cavity photon number and results in a bistable
dynamic behavior.'” At sufficiently high powers, the shift
reaches an unstable maximum, and the cavity snaps back to
its original frequency. In recent work with Si3N4 micro-
disks,'* these issues were mitigated by cryogenic cooling and
actively locking the pump laser to the cavity. The achieved C
was nevertheless limited to 0.5 in spite of the larger intracav-
ity photon number (=6 x 10%) and higher optical and me-
chanical quality factors (Q, = 5 x 10°, Oy, = 10%) than here.
This was due to the optomechanical coupling rate, go/2n ~
10 kHz, >10x lower than in the Si;N4; OMC. This compari-
son indicates that high g is of practical importance, offsetting
the effects of limited sideband resolution, mechanical quality
factor, and thermo-optic dispersion. Here, achieving signifi-
cantly higher N and C under CW pumping was limited by
thermo-optic cavity dispersion and instability. To mitigate
this, we performed EIT measurements with a pulsed pump’
and were able to reach a maximum population of N ~
3 x 10* (3x that for CW). A maximum C = 0.264+0.01 was
observed (green curve in Fig. 4(e)). Evidence of nonlinear
absorption was also observed.’
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In summary, we have designed a Si3N4-based nanobeam
optomechanical crystal supporting Q, > 10° optical resonan-
ces in the 980 nm wavelength band and breathing mechanical
modes in the 4 GHz range, with relatively high optomechani-
cal coupling rates (go/2n = 130 kHz). With high mechanical
frequencies, nanobeam cavities with optical quality factors of
~10> were operated in the sideband resolved regime and were
used to demonstrate electromagnetically induced transparency
and absorption at room temperature and atmospheric pressure,
with intracavity photon numbers on the order of 10*. The
observed mechanical frequency-Q,, product was ~12 x 102,
Moving towards C >> l—as necessary, e.g., quantum level
photon-phonon translation (Ref. 4)—our results suggest that
strategies for producing enhanced zero-point optomechanical
coupling rates such as slot-mode type OMCs'® can be advan-
tageous for SizNy devices, which, unlike silicon devices, are
able to support large intracavity photon numbers (x210%)
before starting to show signs of nonlinear absorption. Other
wide bandgap materials, including AIN (Ref. 19) and GaP
(Ref. 20) (which has refractive index ~3) are promising can-
didates as well.
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